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SKANDIA Making Aircraft Quieter,

Safer and More Comfortable.

Flammability Testing & Certification Services

Skandia strives to create value for our customers through innovation and continuous

improvement.



FLAMMABILITY TESTING SERVICES

July 2016

Dear Valued Skandia Customer:

This manual is designed to give guidance and understanding of FAA Regulations 14 CFR 25.853 (a), (c)
and (d) dealing with Part 25 aircraft seat flammability requirements in layman terms. In addition, we have
included guidance for 14 CFR 25.856 and 14 CFR 23.856 testing for thermal/acoustic insulation. This
manual is considered guidance material; if you have regulatory questions, please refer them to your local
FAA Office. Keep in mind, any materials going into an aircraft will have to meet some form of flammability
requirement and that the materials have to be tested in the "as installed state."

Sincerely,
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Gary K. Palmer
President
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THE RULES
14 CFR 25.853 Compartment Interiors

For each compartment occupied by the crew or passengers, the following apply:

(@)

(b)
(©)

(d)

()

Materials (including finishes or decorative surfaces applied to the materials) must meet the
applicable test criteria prescribed in part | of appendix F of this Part, or other approved equivalent
methods, regardless of the passenger capacity of the airplane.

Reserved

In addition to meeting the requirements of paragraph (a) of this section, seat cushions, except
those on the flight crew member seats, must meet the test requirements of Part Il of the appendix
F of this Part, or other equivalent methods, regardless of the passenger capacity of the airplane.

Except as provided in paragraph (e) of this section, the following interior compartments of
airplanes with passenger capacities of 20 or more must also meet the test requirements of parts
IV and V of appendix F of this part, or other approved equivalent method, in addition to the
flammability requirements prescribed in paragraph (a) of this section:

(1) Interior ceiling and wall panels, other than lighting lenses and windows;

(2) Partitions, other than transparent panels needed to enhance cabin safety;

(3) Galley structure, including exposed surfaces of stowed carts and standard containers
and the cavity of walls that are exposed when a full complement of such carts or containers
is not carried; and

(4) Large cabinets and cabin stowage compartments, other than underseat stowage
compartments for stowing small items such as magazines and maps.

The interiors of compartments, such as pilot compartments, galleys, lavatories, crew rest
quarters, cabinets and stowage compartments, need not meet the standards of paragraph (d) of
this section, provided the interiors of such compartments are isolated from the main passenger
cabin by doors or equivalent means that would normally be closed during an emergency landing
condition.

CLASSIFICATION

SEATS: Seats are manufactured to the Aircraft Type Certificate (TC), Supplemental Type Certificate
(STC) or a Technical Standard Order (TSO). The data tag on the seat should clarify which.

TSO-C39 is for 9g seats and the TSO generally only certifies the seat frame.

TSO-C127a is for 16g seats and the TSO certifies the completely upholstered seat and must have 14
CFR 25.853 (c) testing to meet the TSO. TSO-Cl127a was created by the addition of 14 CFR 25.562 in
amendment 25-64. Any part 25 aircraft certified after 6/16/88 requires either 16g seats that meet TSO-
C127a or seats meeting 14 CFR 25.562 that are TC to the aircraft.

AIRCRAFT OPERTION

Part 91 Aircraft only require 14 CFR 25.853 (c) if they have 169 seats.

Part 135 Aircraft do require that the seats in these aircraft meet 14 CFR 25.853 (c).
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GUIDANCE MATERIAL

14 CFR 25.562

14 CFR 25.853

14 CFR Part 25 Appendix F Part | and Part Il

Aircraft Materials Fire Test Handbook DOT/FAA/AR-00/12
Advisory Circular AC 25.853-1 Flammability Requirements for
Aircraft Seat Cushions

Advisory Circular AC 25-17A Transport Airplane Cabin Interiors
Crash Worthiness Handbook

Advisory Circular AC 21-25A Approval of Modified Seating
Systems Initially Approved under a Technical Standard Order
FAA Policy Statement PS-ANM-25.853-01

FAA Order 8110.113

FAA Memorandum 97-112-39

CONTACTS
For TSO Seats:

B/E Aerospace
(305) 459-7000

UTC Aerospace
Systems

aka Goodrich A/C
Seating

(719) 380-0020

UTC Aerospace
Systems

aka Decrane Aerospace
(715) 582-4517

Ipeco Holdings
(310) 783-4700
Spares@Ipeco.co.uk

For TC/STC Seats:

Contact the aircraft
manufacturer

HIGHLIGHTS
All materials going into an aircraft interior must be tested in the “as installed state.”

Seat armrests, base shrouds, wraparounds, etc. also require flammability testing which Skandia can also
perform.

FAA New Policy Statement PS-ANM-25.853-01-R2 “Flammability Testing of Interior Materials”: This
policy statement gives guidance on aircraft interior materials for how to qualify and what testing is
required.

On aircraft seats that have to meet 14 CFR 25.562, flammability testing is just part of the overall process
when reupholstering these seats. It is the modifier's responsibility to ensure that the seats comply in all
aspects before re-installing the seats into the aircraft.

WHAT IS A 16G SEAT AND WHICH AIRCRAFT HAVE THEM?

Any Part 25 Transport category aircraft certified after 1988 is required to have passenger seats that meet
TSO-C127a or be Type Certificated with seats that meet SAE 8049A and 14 CFR 25.562

All 169 aircraft seats are certified for use in aircraft as a complete upholstered seat. Any changes to the
seat, including upholstery, will affect the aircraft’s certification. Even minor changes, such as changing
the leather color, are considered a modification to the seat and its certification.

HOW DO YOU RE-UPHOLSTER 16G SEATS?

First, Skandia suggests that the shop planning on re-upholstering 16g seats contact either the seat
manufacturer if the seat has TSO or the aircraft manufacturer if the seat is part of the aircraft type
certificate.

If neither is willing to provide guidance, then the FAA Advisory Circular 21-25A “Approval of Modified
Seating Systems Initially Approved under a Technical Standard Order” would need to be followed.
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If you have a TSO seat and desire to follow AC 21-25B, Skandia can provide guidance. Skandia has
developed a procedure to show compliance to the required regulations for “dress cover only” change.

You may want to contact your FAA FSDO (Flight Standards District Office) or FAA ACO (Aircraft
Certification Office) for additional guidance.

Flammability testing will always be required when changing materials, but this is not the only requirement.
It is the modifier’s responsibility to ensure that the modified article is approved by the FAA.

AIRCRAFT SEATS ARE EITHER MANUFACTURED AND APPROVED BY TECHNICAL STANDARD
ORDER (TSO) OR TYPE CERTIFICATE (TC) OF AIRCRAFT (please check seat data tag)

THE FOLLOWING IS A COMPREHENSIVE LIST OF AIRCRAFT THAT HAVE 16G SEATS:

BOMBARDIER

CESSNA

DASSAULT

GALAXY
AEROSPACE

GULFSTREAM

HAWKER
BEECHCRAFT

LEARJET

EMBRAER

Challenger CL-300 (Continental), Global Express, Global 5000

Citation seats are covered under the aircraft TCDS
(Type Certificate Data Sheet)

Mustang, Model 510 (Normally Category Part 23)
(see TCDS note 4)

Citation Excel/XLS, Model 560 (S/N 560-5001 and up)

Citation Sovereign, Model 680

Citation X, Model 750

Citation Columbus, Model 850

2000/2000EX

(2000EX EASy and 2000DX are still 2000EX with additional modification
packages for marketing designation)

X

Astra/Galaxy

G100, G150, G200, G280, Gulfstream V, G450, G550, GVI, G650

4000

40, 45, 70, 75, 85

135BJ, 145BJ
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CAPABILITIES

Skandia’s in-house Flammability Testing is
performed by highly trained technicians utilizing
state-of-the-art equipment. Rapid turnaround
times result from our in-house staff of DERs and
DARs with the authority to perform conformity
inspections and issue 8110-3 flammability
certification.

14 CFR 25.853 (a)

e Vertical and Horizontal Testing

e 45 Degree Panel Testing

e 60 Degree Wire Testing

e 12- and 60-Second Composite Panel
Testing

e Testto Boeing and Airbus Specifications

14 CFR 25.853 (c)
e Total Fireblocking Test Program

14 CFR 25.853 (d)
e Heat Release
e Smoke Density

14 CFR 25.853 (h)
e Trash Containers

14 CFR 25.856 (a)
e Radiant Panel Testing with DER
Certification

PLUS

e Experienced Staff DERs and DARs

e State-of-the-Art Testing Equipment

e Re-qualify Existing Foam Cushions with
New Dress Covers

Test Plan Generation

Test Specimen Fabrication

Conformity Inspection

8110-3 Approval

Similarity Approvals

FEATURES & BENEFITS

Skandia’s experience as an aircraft interiors
specialist has enabled our insider’s
understanding of the aircraft refurbishing
industry. From this foundation, Skandia has
emerged as a high quality supplier, delivering
products and services in an ASAP environment.

QUALITY ASSURANCE

Our commitment to quality ensures services are
performed accurately and products arrive at our
customer's dock on time, with the required
documentation.

FLAMMABILITY TESTING

Quick turnaround with FAA-approval for
flammability testing of aircraft interior materials
is achieved by Skandia’s staff and sophisticated
testing equipment. Full-time personnel include:
experienced project coordinators, lab personnel,
staff DERs and DARs with the authority to
perform in-house conformity inspections and
issue FAA-approval for a broad range of tests.
Flammability certification is performed quickly
and efficiently.

Skandia offers a wide range of Flammability

Testing and Certification Services for all aviation
needs.

RADIANT PANEL FOR THERMAL/ACOUSTIC

INSULATION FREQUENTLY ASKED QUESTIONS

PART 23 AIRCRAFT — RADIANT PANEL TESTING
As of December 2, 2011, the FAA added the
requirement for Part 23 aircraft thermal/acoustic
materials to meet the radiant panel test
requirements. This testing requirement is the
same as what has been previously required for
Part 25 aircraft. 14 CFR 23.856
Thermal/Acoustic insulation materials states —
“Thermal/acoustic materials installed in the
fuselage must meet the flame propagation test
requirements of part Il of Appendix F to this part
or other approved equivalent test requirements.
This requirement does not apply to “small parts”
as defined in 14 CFR 23.853 (d)(3)(v).” [Amdt
23-62, 76 FR 75759, December 2, 2011]

The major difference between the Part 23 14
CFR 23.856 and 14 CFR 25.856(a) is that “Part
23” 23.856 only applies to newly type certificated
aircraft which the type design includes Part 23
amendment 23-62. Older Part 23 aircraft are not
affected by this new rule. If you are replacing
thermal/acoustic insulation, you are not required
to meet this rule. This testing is only required for
newly type-certificated aircraft that are certified
after the December 2, 2011 rule.

The new rule, 14 CFR 23.856, is the same test
and requirements as defined in 25.856(a) which
is for flame propagation testing. The detailed
FAQ questions that follow apply to both 23.856
and 25.856(a).
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PART 25 AIRCRAFT — RADIANT PANEL TESTING
As of September 2, 2005, the new FAA standard
for Thermal/Acoustic materials used in Transport
Category Airplanes went into effect per
www.fire.tc.faa.gov/pdf/handbook/00-

12 _ch24new.pdf. See page 16.

From Part 91 — General Operating and Flight
Rules, 891.613 Materials for Compartment
Interiors. For transport category airplanes type
certificated after January 1, 1958:

e For airplanes  manufactured before
September 2, 2005, when thermal/acoustic
insulation materials are installed in the
fuselage as replacements after September
2, 2005, those materials must meet the
flame propagation requirements of 14 CFR
Part 25.856(a), referred to as Radiant Panel.

e For airplanes manufactured after September
2, 2005, thermal/acoustic insulation
materials installed in the fuselage must meet
the flame propagation requirements of 14
CFR Part 25.856(a), effective September 2,
2003.

From Part 121 - Operating Requirements:
Domestic, Flag and Supplemental Operations
8121.312 Materials for Compartment Interiors:

e For airplanes with a passenger capacity of
20 or greater, manufactured after
September 3, 2007, thermal/acoustic
insulation materials installed in the lower half
of the fuselage must meet the flame
penetration resistance requirements of 14
CFR Part 25.856, which was Ilater
postponed to September 2, 2009.

SUMMARY The FAA extended, by 24 months,
the date for operators to comply with the fire
penetration resistance requirements of
thermal/acoustic insulation used in transport
category airplanes manufactured after
September 2, 2007. This extension was from
September 2, 2007 to September 2, 2009. This
action was necessary to allow airframe
manufacturers enough time, after getting an
acceptable certification test facility, to select and
certificate appropriate installations.

For additional information:
www.epa.qgov/EPA-IMPACT/2007/January/Day-
12/i338.htm

25.856(a) THERMAL/ACOUSTIC INSULATION
MATERIALS Thermal/acoustic insulation
material installed in the fuselage must meet the
flame propagation test requirements of Part VI of
Appendix F Part 25, or other approved
equivalent test requirements. This requirement
does not apply to “small parts,” as defined in
Part | of Appendix F Part 25.

SUMMARY The FAA has upgraded
flammability standards for thermal/acoustic
insulation materials used in transport category
airplanes. These standards include new
flammability tests and criteria that address flame
propagation and entry of an external fire into the
airplane. This action was necessary because
current standards did not realistically address
situations in which thermal/acoustic insulation
materials contributed to the propagation of a fire.

WHAT KIND OF TEST IS IT? Think of it as a
vertical burn test in a toaster oven. Flame is
applied for 15 seconds down on the sample
which is under a radiant heat source. This test
is more demanding than the 12- and 60-second
verticals and measures both flame propagation
and after flame time.

Per the Advisory Circular, under certain
conditions, we are given the latitude to apply the
burner flame for 30 seconds or 60 seconds.

As with any test method, there will be good
material that for some unknown reason has a
slight after flame and does not meet the pass/fail
requirements. To reach passing criteria, should
any of the initial three specimens fail; a minimum
of seven additional specimens may be tested.
None of the additional specimens can fail either
criterion. In addition, the average of all of the
specimens, including the original failed
specimen, must meet the pass/fail criteria as
called out in AC25.856-1.

WHAT MATERIALS HAVE TO BE TESTED?
Thermal/acoustic insulation in the aircraft that
cannot be accessed in-flight (entry curtains,
under carpet pads do not have to meet this
requirement).

Any fiberglass insulation, bagged or not, tapes
used to assemble or repair insulation bags, skin
damping materials, hook and loop (Velcro) used
in the assembly and installation of insulation,
sound blankets, or any other materials in the
fuselage for thermal/acoustic insulation.
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WHAT ABOUT HAVING TO MEET 14 CFR
25.853 (a) and (d)? Thermal/acoustic materials
may have to meet additional testing
requirements dependent on what they are
attached to.

If thermal/acoustic material is glued, adhered, or
attached to something that must meet the
requirements 14 CFR 25.853, then it will need to
be tested as a complete (composite) build-up as
installed to 14 CFR 25.853(a) and (d).

14 CFR 25.853(a) is the Vertical Burn
requirement. If the aircraft has 20 or more
seats, then it would also have to meet 14 CFR
25.853(d) is the Heat Release and Smoke and
Toxicity requirement.

DOES EXISTING MATERIAL HAVE TO BE
REPLACED? No, only new materials being
installed after September 2, 2005 have to meet
this requirement. Aircraft do not have to be
retrofitted.

WHAT AIRCRAFT ARE AFFECTED? Aircraft
that were built to CFR Part 25 requirements
(includes commercial airliners, larger corporate
aircraft, etc.).

WHAT INFORMATION IS NEEDED FOR
TESTING TO 14 CFR 25.856(a)? A checklist
can be downloaded from our website at
Skandialnc.com in the Forms and Checklists
section. Specimen size is 12.5” x 23” for flexible
materials; 11.5” x 23” for rigid materials and 4” x
12" for hook and loop fasteners. Three
specimens are required for each test.

TESTING OF TAPE A separate procedure has
been developed to show compliance for the use
of tape.

Each type of tape requires qualification on each
material on which it is used.

If tape is to be tested, please follow specimen
fabrication of draft Advisory Circular 25.856-1 on
the Fire Tech Center website www.fire.tc.faa.gov
and later revisions.

TESTING OF HOOK AND LOOP FASTENERS
A test procedure has been developed to simplify
the certification process for hook and loop
fasteners (Velcro).

Hook and loop specimens are tested as mated
components. Specimen sizes are 4" x 12°.
Three specimen of each are required.

If hook and loop fastener (Velcro) is to be tested,
please follow specimen fabrication of draft
Advisory Circular 25.856-1 on the Fire Tech
Center website www.fire.tc.faa.gov and later
revisions.

WHO HAS TO COMPLY?

Anyone installing or changing thermal/acoustic
insulation after September 2, 2005 and aircraft
manufacturers building new aircraft after
September 2, 2005 must comply with the
regulations.

CAN | GET AN FAA 8110-3 FORM FOR THIS
TEST? An FAA Form 8110-3 can be issued for
aircraft specific for U.S. registered or U.S. State
of Design aircraft when a burn test is in support
of an FAA project or in support of a major repair
or alteration. Many of the thermal/acoustic
insulation materials are used in combinations
and must be tested in a composite build-up
form. In this case Skandia can provide a test
plan for the materials or accept customer
conformed specimens for testing.

COMPOSITE PANEL TESTING

FREQUENTLY ASKED QUESTIONS

COMPOSITE PANEL BURN TESTING AND
WHY IT IS REQUIRED Single element vertical
burn tests do not meet all of the requirements for
installing materials in aircraft or on aircraft
seating. The following is a look at the rule and
details on what is required, though each FAA
Flight Standard District Office or Aircraft
Certification Office may have slight variations or
interpretation. This information is for guidance
only and any specific questions should be
directed to your local FAA FSDO or ACO office.
Additional reference materials are Advisory
Circulars AC 25.853-1, AC 21-25B, AC 23-2A
and Aircraft Materials Fire Test Handbook
DOT/FAA/AR-00/12.

THE RULE 8§25.853 COMPARTMENT INTERIOR
For each compartment occupied by the crew or
passengers, the following apply: Materials
(including finishes or decorative surfaces applied
to the materials) must meet the applicable test
criteria prescribed in Part | of Appendix F of this
part, or other approved equivalent methods,
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regardless of the passenger capacity of the
airplane.

WHAT AND HOW IS IT TO BE COMPLIED WITH
Appendix F to Part 25?

Part | — Test Criteria and Procedures for
Showing Compliance with §25.853, or §25.855
(@) Material test criteria - (1) Interior
compartments occupied by crew or passengers.

0] Interior ceiling and wall panels,
partitions, galley structure, large cabinet walls,
structural flooring, and materials used in the
construction of stowage compartments (other
than under-seat stowage compartments and
compartments for stowing small items such as
magazines and maps) must be self-
extinguishing when tested vertically in
accordance with the applicable portions of Part |
of this appendix. The average burn length may
not exceed 6 inches and the average flame time
after removal of the flame source may not
exceed 15 seconds. Drippings from the test
specimen may not continue to flame for more
than an average of 3 seconds after falling. (60-
second burn)

(D] Floor covering, textiles (including
draperies and upholstery), seat cushions,
padding, decorative and non-decorative coated
fabrics, leather, trays and galley furnishings,
electrical conduit, air ducting, joint and edge
covering, liners of Class B and E cargo or
baggage compartments, floor panels of Class B,
C, D or E cargo or baggage compartments,
cargo covers and transparencies, molded and
thermo-formed parts, air ducting joints, and trim
strips (decorative and chafing), that are
constructed of materials not covered in
subparagraph (iv) below, must be self-
extinguishing when tested vertically in
accordance with the applicable portions of Part |
of this appendix or other approved equivalent
means. The average burn length may not
exceed 8 inches, and the average flame time
after removal of the flame source may not
exceed 15 seconds. Drippings from the test
specimen may not continue to flame for more
than an average of 5 seconds after failing. (12-
second burn)

(iv) Clear plastic windows and signs, parts
constructed in whole or part of elastomer
materials, edge lighted instrument assemblies
consisting of two or more instruments in a
common housing, seat belts, shoulder
harnesses, and cargo and baggage tie-down

equipment, including containers, bins, pallets,
etc., used in passenger or crew compartments,
may not have an average burn rate greater than
2.5 inches per minute when tested horizontally
in accordance with the applicable portions of this
appendix. (horizontal)

(v) Except for small parts (such as knobs,
handles, rollers, fasteners, clips, grommets, rub
strips, pulleys, and small electrical parts) that
would not contribute significantly to the
propagation of a fire and for electrical wire and
cable insulation, materials in items not specified
in paragraphs (a)(2)(i), (ii), (iii), or (iv) of part | of
this appendix may not have a burn rate greater
than 4.0 inches per minute when tested
horizontally in accordance with the applicable
portions of this appendix. (horizontal)

(b) Test Procedures—(2) Specimen configuration
Except for small parts and electrical wire and
cable insulation, materials must be tested either
as section cut from a fabricated part as installed
in the airplane or as a specimen simulating a cut
section, such as a specimen cut from a flat
sheet of the material or a model of the fabricated
part. The specimen may be cut from any
location in a fabricated part; however, fabricated
units, such as sandwich panels, may not be
separated for test. Except as noted below, the
specimen thickness must be no thicker than the
minimum thickness to be qualified for use in the
airplane. Test specimens of thick foam parts,
such as seat cushions, must be %%-inch in
thickness. Test specimens of materials that
must meet the requirement of Paragraph
(&)(1)(v) of Part | of this appendix must be no
more than 1/8-inch in thickness.

Electrical wire and cable specimens must be the
same size as used in the airplane. In the case
of fabrics, both the warp and fill direction of the
weave must be tested to determine the most
critical flammability condition. Specimens must
be mounted in a metal frame so that the two
long edges and the upper edge are held
securely during the vertical test prescribed in
subparagraph (4) of this paragraph and the two
long edges and the edge away from the flame
are held securely during the horizontal test
prescribed in subparagraph (5) of this
paragraph. The exposed area of the specimen
must be at least 3 inches wide and 12 inches
long, unless the actual size used in the airplane
is smaller. The edge to which the burner flame
is applied must not consist of the finished or
protected edge of the specimen but must be
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representative of the actual cross-section of the
material or part as installed in the airplane. The
specimen must be mounted in a metal frame so
that all four edges are held securely and the
exposed area of the specimen is at least 8
inches during the 45-degree test prescribed in
subparagraph (6) of this paragraph.

| THOUGHT THAT 14 CFR 25.853(c) “THE OIL
BURN TEST” TOOK CARE OF THE
FLAMMABILITY TESTING FOR AIRCRAFT
SEATS? 14 CFR 25.853(c) is for the seat
cushions (backrest, bottom cushion, footrest,
and headrest). It was developed for what was
considered large volumes of foam. Seat
armrest, base shrouds, back shell, etc. have to
meet 14 CFR 25.853(a)(ii) or the 12-second
vertical burn requirements as installed in the
aircraft.

SO FOOTRESTS AND HEADRESTS HAVE TO
MEET 14 CFR 25.853(C) EVEN IF THEY HAVE
NO FOAM OR A VERY SMALL AMOUNT?
Footrests and headrests that are made up of
substrate and dress cover only would have to be
tested to 14 CFR 25.853(a)(ii) as a composite
assembly. If there are any other components,
the assembly would have to be burned to 14
CFR 25.853 (c).

DO ARMRESTS, BASE SHROUDS, BACK
SHELLS, ETC. HAVE TO BE TESTED EVEN
THOUGH | HAD THE TEST DONE ON THE
DRESS COVER MATERIAL? Seat
components that are upholstered such as
armrests, shrouds, back shells, etc. have to be
tested in the “as installed state” which includes
substrate, foams, glues, dress cover material,
etc. to the test requirements of 14 CFR 25.853
(a)(ii), which are the 12-second vertical burn
requirements.

I'M JUST REPLACING THE DRESS COVER
MATERIAL ON THE HEADLINER SO CAN'T |
JUST USE SINGLE ELEMENT VERTICAL
BURN TEST RESULTS FOR THAT? No, you
will need to test the completed build-up in the
“as installed state” which would include all
materials that make up the headliner panel such
as the dress cover, foam, glue and substrate
material that makes up the headliner. Some
FSDO will let you fabricate surrogate panels to
replicate the substrate panel or foam, some will
not. Those that won’'t may require samples to be
cut from the part to be tested. You will have to
get guidance from your FSDO. Headliners,
window liners, and sidewalls all have to be

tested to 14 CFR 25.853(a)(i) 60-second vertical
test.

WHAT IF | CANNOT PROVIDE THE
SUBSTRATE AND THE FSDO/ACO WON'T
LET ME USE A SURROGATE? You would
need to cut enough material from existing panels
to perform the testing and then make a repair to
replace what was used. Flammability testing
would then be required for the repair.

WHAT IF | HAVE THE SAME MATERIAL
COMBINATIONS BUT IN DIFFERENT
THICKNESSES, DO | HAVE TO TEST THEM
ALL? Per 14 CFR Appendix F Part 1(b)(2)
“Except as noted below, the specimen thickness
must be no thicker than the minimum thickness
to be qualified for use in the airplane. Test
specimens of thick foam parts, such as seat
cushions, must be Y-inch in thickness. Test
specimens of materials that must meet the
requirements of Paragraph (a)(1)(v) of Part | of
this appendix must be no more than 1/8-inch in
thickness. Electrical wire and cable specimens
must be the same size as used in the airplane.
In the case of fabrics, both the warp and fill
direction of the weave must be tested to
determine the most critical flammability
condition.” (This is only for Part | burns.) For
further clarification, please see FAA Policy
Statement PS-ANM-25.853-01.

WHAT ABOUT CABINETRY AND
BULKHEADS? Cabinetry, bulkheads, and any
large structures have to meet the requirements
of 14 CFR 25.853(a)(i) 60-second vertical
testing. This would include the cabinet
structure, along with decorative finish as
installed in the aircraft.

WHAT HAS TO BE TESTED IF WE ARE JUST
CHANGING THE FINISH? Any time you are
refinishing cabinetry, composite testing is
required. This testing would have to include the
cabinet structure, materials being added, glues
used to attach, any finish material such as
stains, paints, clear coat, etc. We would need to
know the process specifications and material
used, plus the mixing ratios for paints and
stains. Some FSDO will let you fabricate
surrogate panels to replicate the substrate panel
or foam, some will not. Those that won’'t may
require samples to be cut from the part to be
tested. You will have to get guidance from your
FSDO.
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WHAT ABOUT SIMILARITY TESTING FOR
CABINETRY IN DIFFERENT AIRCRAFT?
Skandia’s policy is not to do any similarities for
different aircraft as substrate material, mix ratios
and veneers can vary.

CAN I JUST GET AN FAA 8110-3 FOR STOCK
SO THAT | CAN USE THE MATERIAL OR
COMPOSITE IN MANY DIFFERENT
AIRCRAFT? No, an FAA form 8110-3 can only
be issued aircraft specific for U.S. registered or
U.S. State of Design aircraft. An 8110-3 can
only be issued when a burn test is in support of
an FAA project or in support of a major repair or
alteration. An authorized DER must know how
the material or part will be installed on an end
product and identify that use on the FAA form
8110-3. DER’s must follow order 8110.113 when
issuing an 8110-3.

FLAMMABILITY CERTIFICATION OF

DYNAMIC CERTIFIED SEATS
FREQUENTLY ASKED QUESTIONS

Seats manufactured to meet Dynamic test
criteria have additional requirements or
restrictions. These seats would have been
manufactured to either TSO C127A or 14 CFR
25.562. It is the responsibilty of the
upholsterer/fabricator to ensure that the work
performed is compliant with the original
certification. These seats are dynamically
certified as an assembly which includes the
detailed foam construction and dress cover.
Any changes can affect the certification.

HOW DO | KNOW IF A SEAT IS
DYNAMICALLY CERTIFIED? In order to
determine what the seat is certified to, we
suggest you inspect the seat frames for TSO
tags and also review the aircraft Type Certificate
Data Sheet (TCDS).

WHAT IF THERE IS NO TSO TAG ON THE
SEAT? You should review the TCDS and/or
aircraft equipment list to verify the correct seat is
installed. Some aircraft manufacturers include
the dynamic seat approval on the aircraft Type
Certificate (TC). In this case, there may not be a
TSO tag on the seat, however, the seat could be
dynamic certified and you should contact the
aircraft manufacturer for guidance.

Additionally,  Advisory Circular AC21-25B
provides guidance utilizing a DER with 14 CFR

25.562 authorization to generate acceptable
data that the work can be performed in
accordance with.

HOW DO | PERFORM RE-UPHOLSTERY AND
SHOW FAA-COMPLIANCE? In general, FAA-
compliance can be separated into two
categories:

1) Upholstery Practices and Build-ups. The
upholstery/foam build-ups must be performed in
accordance with approved data. Contact the
TSO holder or aircraft manufacturer for
guidance.

2) Flammability. Flammability Testing and
Certification is similar to non-dynamic seats and
can be performed by Skandia. Skandia DERs
are authorized to generate acceptable data for
Flammability only.

Skandia, Inc. tests combinations of materials to
show compliance to 14 CFR 25.853(c). Skandia
does not approve production.

Additional testing of seat components is required
to show compliance when seat armrest,
wraparound shrouds, base shrouds, etc. are
upholstered. These items need to comply with
14 CFR 25.853 (a) Appendix F Part | (a)(1)(ii) per
the installed configuration, i.e., composite
panels.

Headrests and leg rests are required to meet the
requirements of 14 CFR 25.853(c) as called out
in Advisory Circular AC 25.853-1.

For Flammability testing that is not performed
under an FAA Project (FAA Project Number) or
has FAA Request for Conformity, Skandia’s
Quality department will perform a company
conformity inspection.

Additional reference material:

Advisory Circular AC 25.853-1
Advisory Circular AC 21-25B

Advisory Circular AC 25-17A
Technical Standard Order TSO-C127a
Technical Standard Order TSO-C39b
Aircraft Materials Fire Test Handbook
DOT/FAA/AR-00/12

This information can be found either on the FAA
website, www.faa.gov or on the FAA Fire Tech
Center website, www.fire.tc.faa.gov
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Skandia, Inc. offers this information only as
guidance.

TSO-C127a DYNAMIC SEATS

14 CFR 25.562 became effective May 17, 1988
(Amendment 25-64) requiring dynamic testing of
seats. These requirements incorporate the foam
cushion build-ups and dress cover materials as
an integral part of the seat -certification.
Upholstery and foam build-ups cannot deviate
from the original configuration without an
approval process, typically controlled by the
TSO holder or aircraft manufacturer.

TSO-C39c NON-DYNAMIC CERTIFIED SEATS

The certification for TSO-C39c seats is limited to
the seat structure and does not incorporate the
foam build-up and dress cover materials. These
seats can be re-upholstered without interaction
of the TSO holder or aircraft manufacturer.

HEAT RELEASE AND SMOKE DENSITY

REQUIREMENTS
FREQUENTLY ASKED QUESTIONS

For Part 25 aircraft at Amendment 25-61
(8/20/1986), the FAA developed the following
requirements for Heat Release:

“(a-1) For aircraft with a passenger capacity of
20 or more, interior ceiling and wall panels
(other than light lenses), partitions, and outer
surface galleys, large cabinets and stowage
compartments (other than underseat stowage
compartments and compartments for stowing
small items, such as magazines and maps) also
must meet the test requirements of Part IV of
Appendix F of this Part, or other approved
equivalent method, in additon to the
flammability ~ requirements  prescribed in
paragraph (a) of this section.”

For Part 25 aircraft at Amendment 25-66
(9/26/1988), aircraft must meet the requirement
of Part V for Smoke Density.

These requirements only apply to aircraft with a
capacity of 20 or more passengers.

Are the heat release and smoke density
requirements applicable to seats?

The pre-amble of rule 25.853 exclude seats from
the requirements of Part IV and Part V.
However, with the invention of larger seats with
integral stowage compartments and other
console assemblies, the FAA has issued
additional guidance.

On October 17, 1997, the FAA issued
Memorandum  97-112-39  “Guidance  for
Flammability Testing of Seat/Console
Installations.” This document provide guidance
as to when Heat Release and Smoke Density
testing is required for aircraft seating, with
capacity of 20 or more passengers.
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FIREBLOCKING CHECKLIST:

The following is the Seat Fireblocking Checklist and completion details. All information is very important
for the development of a Flammability Test Plan. Please take the time to review each section as you are
completing the checklist so that we receive complete and accurate information.

1. Company Name requesting the work.
2. Contact Name: Point of contact.
3-5. Phone/Fax/Email to contact #2.

6. Date Sent: Date complete checklist is
submitted.

7. PO#: Purchase Order that Skandia is to
reference for this work.

8. A/C Completion Date: The date the aircraft is
to be delivered.

9. Aircraft Make: Enter the aircraft make as
listed on the type certificate data sheet.

10. Aircraft Model: Enter either the aircraft
model series or the specific aircraft model
number, as appropriate and as listed on the type
certificate data sheet.

11. S/N#: Aircraft serial number.

12. Tail#: The registration number of the
aircraft. (If the aircraft is not United States
Registered or United States State of Design, an
8110-3 cannot be issued unless it is an FAA
project).

13. Test Data is in support of how the aircraft is
being returned to service. If Skandia is
fabricating the test specimens, an FAA form
8130-9 will need to be issued and signed.
Authorization from you, the customer, will allow
Skandia to sign the Statement of Conformity on
your behalf.

14. FAA Project#: If testing is performed for
either a Supplemental Type Certificate or
Organization Designation Authorization, we
require the FAA Project number and FAA
Aircraft Certification Office involved with the
project.

15. Skandia needs to know how many
seats/divans/lav/jumpseats are being produced
for inclusion in this test plan.

16. Please list the seat manufacturer as this
helps us to better understand the testing that
may be required.

17. We need to understand if the seats are
being tested to comply with a TC/STC, a TSO or
neither.

18. If the seats are being tested to support TSO
C-127, we need the model number and serial
number of each seat. This information can be
found on the seat’s data tag.

Seat Fireblocking Checklist 1ot10

Company Nome: m@

Contact Nome: _——

3] 4 (5]
e e e—n ] ——

AIC Completid o |_|8

3 Ak
Acraft 1 i, Modet: 10
SIN# taie: |12

——

Does Skandia have your permission to fabricate test specimens and issue FAA 8130-8 forms on your
ehalf? []Yes o

13 ‘est Data is in support of

1) Supplemental Type Certificate (STC) [ 2) ODA Organization Designation Authorization
3) Technical Standard Order (TSO) [ 4) Major Repair or Alteration
5) Other

FAA Project # (if applicable)

1 4 EATING CONFIGURATION:

1 5fiwmberof:  single Passenger seats Double Passenger Seats Divans
Lav Seat Jump-seat

Are seats New or Existing in the aircraft?

Aircraft seats are manufactured o eifher an aircraft Type Certificate or fo a TSO. Re-upholstery of a seat can

affect its certification basis. The modifier of the seats should check with either the Type Certificate or the TSO

holder be! upholstering the seats. The modifier may be required fo do addifional festing o gain addifional
16 approvals fo maintain airworthiness approval

ieat Manufacturer.

1 7 lve the seats being tested per:  Type Certificate [ 150 c-398(%g) [ 1s0c127a(16g) [
IF SEATS ARE BEING TESTED TO 14 CFR 25.853 (c) IN SUPPORT OF TSO C-127A, WE WILL THEN NEED THE FOLLOWING
INFORMATION: (For 16g seats ONLY).

1(1' Part Numbers Seat Serial Numbers Seat Part Numbers Seat Serial Numbers

FL106-06 Rev. P Release Date: 0804 15
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FLAMMABILITY TESTING SERVICES

19. All components of a seat must also meet
the requirements of 14 CFR 25.853 (a)(ii) 12-
second vertical burn test as a composite
representing the actual build-up. Skandia can
perform this additional testing.

20. Copies of all packing lists or invoices are
required for each material used within the seat
upholstery. Without traceability, conformity
cannot be performed and test specimens will not
be burned.

21. Skandia requires production drawings or a
sketch of what the production cushion foam
build-up will be in each of the different
components, including; back, bottom, headrest
or legrest.

22. Dress cover material is needed for each
fireblock test. In some cases, we may have to
perform multiple tests with the same dress cover
material.

23. We need to know if padding or batting is
attached to the dress cover or if you have
batting placed between the dress cover and the
foam cushion, as well as how it is attached. If
this is different for various cushions (seat back,
bottom, headrest or legrest) we also need to
know this.

24. |If a fireblocking material is being used, we
need to know how.

25. Skandia may require you to provide us with
your adhesive if we are fabricating the burn
specimens. Skandia tries to maintain inventory
of many common adhesives.

26. This section deals with how the dress cover
is closed after it is installed on the foam cushion
in order to ensure proper testing.

Seat Fireblocking Checklist )

All aircraft seats require flammability testing for all components of the seat (armrest, shrouds, close-out, drawers, efc.)
fested in the “as installed state” per 14 CFR 25.853 (a).

TO BE TESTED?
Ifyes, please fill out the
SEAT COMPOSITE TESTS: applicable pages 8-10 1S SKANDIA FABRICATING?
ARMREST vis [ no [ ves [ no [
El SEAT SHROUDS ves [ no [ ves [ Nno [
SEAT BASE ves [ vo O ves O vo O

ITEMS REQUIRED TO COMPLETE FIREBLOCKING:
TEST PLAN PROCESS DOES NOT BEGIN UNTIL ALL MATERIALS AND PAPERWORK HAS BEEN RECEIVED.
1. Copies of INVOICES OR PACKING LISTS providing

i used in
production including: dress covers), foam(s), glve, thread, loslener muslin, canvas, batting, and all other
materials used in production cushion assembly.

. Sketch or production drawing of each different cushion assembly.

. For each different dress cover or cushion buildup: - LEATHER: 75 square feet; or 12 pieces cut 32°x32"; or
85 5q. fl. window pane with leather close-out; or
80 sq. i. fully encapsulated with 2 hook and loop.

@M@”J

* P N
Additional charges will be FABRIC: 40" - 48" 6 yards
4 49"-53" Syards
assessed fo:_' receiving scrap s N
pileces. Add % yard more of additional fabric for window

pane dress cover close-out.

Oil Bum: Al materials for oil bum must pass a vertical burn test
If you are supplying materials for an oil burn test,
please provide enough material for the vertical burn
test

Exira leather or fabric may be requred for composite panel testing.
*Please Note - Testing combination dress covers as 50/50 is worse case senario
23 4. Is padding or batting/musiin used on seating surfacese [ Yes O No

If so, how Is it held in place?
Glued Placed stitched at Seams Quilted fo Dress cover

24| 5. iifireblocking material is being used, how i it used?

Glued on seating Placed on seating
surface only surface only

Fully Encapsulated Fully Encapsulated Fully Encapsuiated
with stitched seams with glued seams and bonded to foam

25| ¢ Youmay berequred to send a smallquantily of your achesive iftis nof stocked af Skandia. We wil make
every effort o stock your glue.

FL106-06R Release Date: 080415
Skandwa Inc. + 5000 N. Highway 251 « Davis Junction, IL 61020 + 815-393-4600 + 815-393-3205 fax « Info@Skandialnc.com

40f10
Seat Fireblocking Checklist
zzl 7. Seam Closure: See examples on page 3 and mark below with corresponding number.
A. Single Passenger Seat Seam Closure:

Back Bottom
If "window pane’, what is the close-out material?

B. Double Passenger Seat Seam Closure:

Back ____ Bottom
If "window pane”, what is the close-out material?

C. Divan Seat Seam Closure:

Back Bottom
If *window pane®, what is the close-out material?

D. Lav Seat Seam Closure:

Back Bottom
If *window pane’, what s the close-out
material?

E. Jump-Seat Seam Closure:
Back: Bottom:

If “window pane”, what is the close-out material?

F. Single Seat
Headrest Closure:

If ‘window pane”, what is the close-out material?

G. Double Seat
Headrest Closure:

If "‘window pane’, what is the close-out material?

H. Legrest/Footrest
Closure:

If "window pane', what is the close-out material?

FL106-06R Release Date: 080415
Skandwa Inc. + 5000 N. Highway 251 « Davis Junction, IL 61020 + 815-393-4600 + 815-393-3206 fax « Info@Skandialnc.com
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FLAMMABILITY TESTING SERVICES

27. If Skandia is performing flammability testing
of armrests and shrouds, we need the same
information as required for seat cushions. B/E
Aerospace requires that these items are all
tested for their 16g seats.

28. Again, invoices or packing lists for each
component that comprise the armrests, shrouds,
seat base, etc. are required. Some of these
items may need to have several tests if different
combinations of material are used.

29. As with the seat cushion, we require a
production drawing or sketches of each
component (armrests, shrouds, etc.).

30. If you are supplying Skandia with fabricated
test specimens, we require an original
completed FAA Form 8130-9.

31. When performing FAA flammability testing,
three samples for each test are needed.
However, if the material is woven, we need to
burn six (three fabricated with the warp of the
material and three with the fill. Warp is up the
roll, fill is across the roll.).

32. We need to know what the substructures of
the armrest, shrouds, etc. (B/E Aerospace and
Decrane Aerospace can provide substrate lists
for their seats). When we are testing armrests,
shrouds, and seat bases we need to know
everything that makes up the component.

33. On this chart please list all materials used
and where. Any special notes should be listed
in the comment area.

50f10

Seat Fireblocking Checklist

ITEMS REQUIRED TO COMPLETE SEAT COMPOSITE PANEL BURN TESTS FOR BUILD-UPS ON
ARMRESTS, SHROUDS, SEAT BASE, CABINETRY, ETC.:

27|

28 1. Copies of INVOICES OR PACKING LISTS providing ility for all
including panels (Nomex, wood, i etc.), i veneers, foam, finishes,
poly coats, leather, fabric, vinyl, mirror, ives, flame and all other
29 materials used in production.
2. Sketch, drawing or C ite Panel Build-up form of each different

production assembly.

o

Original FAA form 8130-9 for each set of i test

. Vertical Burn Test, 12 second: Three (3) panels fabricated to represent production usage; panels
must be 3" x 12". If panels have a woven surface (i.e., fabric, carpet, etc.), three panels each of
both warp and fill are required.

32 5. Provide substructure material information. (What is the armrest or wrap around, etc. structure
made of?)

FL106-06 Rev. P Release Date: 080415
Skandia, Inc. + 5000 N. Highway 251 + Davis Junction, IL 61020 » 815-393-4600 + 815-393-3205 fax * Info@Skandialnc.com

SEAT FIREBLOCKING CHECKLIST MATRIX 6ot10
FOR PRODUCTION ARTICLES

@ Select the appropriate boxes, mark with an “X", and tab to next

CHECK APPLICABILITY

INVOICES
or PACKING

DRESS COVER

SUPS PAX JUMP LAV HEAD  FOOT  FLAME
VENDOR PARTNUMBER | ENCLOSED _ SEATS _ DIVAN _ SEAT _ SEAT _ REST _ REST _ TRMT

DRESS COVER

DRESS COVER

FOAM

FOAM

FOAM

SCRIM-BACKED
FOAM

| NN

MUSLIN

FIRE-BLOCKER

ADHESIVE

HReEAD

FASTENER

FASTENER

CLOSE-OUT
FABRIC

ADHESIVE/
[FASTENER

Other:

Other:

COMMENTS:

FL106-06 Rev. P Release Date: 080415
Skandia, Inc. + 5000 N. Highway 251+ Davis Junction, IL 61020 + 815-393-4600 + 815-393-3205 fax * Info@Skandialnc.com
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FLAMMABILITY TESTING SERVICES

34. This is a simplified sketch that you may use
if you do not have production drawings or
sketches. If you use this template, please
identify on the drawing the various layers of
materials utilized and identify them in the table
below. One of these would be needed for each
cushion (back, bottom, headrest, legrest) for all
seats, divans, lavs, and jumpseats.

34 Production Cushion Build-Up
Please complete one sheet for each different cushion build-up. 70f10
Aircraft SIN

Single Back Double Back Divan Back Headrest Lav

Jump- Leg-
Single Bottom Double Bottom Divan Bottom seat rest

Length
Height

|

wmn/'\‘/

Length Height Width

Please insert lines to the cushion drawing above to indicate various build-up layers, and use letters below
i i i i ushion dil i should also be provided.

Seat Cushion Build-up and Part Number Di

Dress Cover

Close-out Material

Foam

Foam

Foam

Foam

Foam

Hook Fastener

Loop Fastener

Muslin

Nylon Pack Cloth

Batting

3"|x‘-—,:5§0'nmunm>

Aluminum/t Other Stiffener

Other

Adhesives: |

Back view of back and bottom view of botiom cushions. Dress cover fastens to the close out in window pane style.

FL106-06 Rev. P Release Date: 080415
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FLAMMABILITY TESTING SERVICES

35. This information is the same as required for
the cushion drawing and needs to be completed
for each component armrest, seat shroud, seat
base, etc. Some components may require
several tests for one armrest; in many cases
there are different build-ups or the substrate will
change the combination. For example; in
armrests there are frequently different build-ups
or changes in the substrate that will require
multiple tests.

Composite Panel Production Build-Up
sot10
@ List Substrate (if no substrate list is provided) and Foam Build-Ups

/CENTER ARM REST
ARMREST PANELS: 44

— }L T [ ] 1
BERTHING PAN CLOSEOUT-

& HORIZONTAL PAN DIVAN DRAWER FRONTS-

DRESS COVERING:.

VERTICAL PAN PANELS:

FLI6Rw B Releas Due 00415
Skanda, Inc. » 5000 N, Highway 251 + Davis Juncton, L 535

@ Composite Panel Production Build-Up

List Substrate (if no substrate list is provided) and Foam Build-Ups

DRESS COVERING:,
ARM TOP PANELS\
ARM FRONT PANELS-
ARM INNER PANELS:

SHROUD
FOOTREST FRONT PANELS
E— IFEVEST COVER ‘OOTREST P —

SEAT BASE

FL10505Rer P Relanse D (80415
Skanda, Inc + 5000N Highway 251 + Daws Junclon, L $1020 » 615-393.4600 » 815-353-3205 fax  Info@Skandsaing com

90110

ARMREST BACK PANELS

ARMREST OUTER PANELS

=N
\ IVAN CAP ASSY

@ Composite Panel Production Build-Up

List Substrate (if no substrate list is provided) and Foam Build-Ups

DRESS COVERING:,

CENTER TOP PANELS

INBOARD & OUTBOARD ARM:
TOP PANELS

INBOARD ARM-

INNER PANELS ‘OUTBOARD ARM INNER PANEL

INBOARD ARM——

OUTER PANELS OUTBOARD ARM OUTER PANEL

CENTER ARM SIDES- FRONT PANEL (ALL ARMS)

RS8R P Reusee Ol 090415
Skandi, Inc + S000N, Hignway 251 » Davs Jurcton IL 1020 + 815:393.4600 + 815-350-3205 fax  Irfo@Skandiaing com

10010

-ARMREST REAR PANEL (ALL ARMS)
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FLAMMABILITY TESTING SERVICES

16G REPLACEMENT DRESS COVER FIRE-BLOCKING CHECKLIST

The following is Skandia’s 16g Dress Cover Replacement Checklist and details of how to complete it. All
this information is important to the development of the Certification and Flammability Test Plan. Please
take the time to review each section as you are completing the checklist to be able to give Skandia the

most complete and accurate information.
1. Company Name requesting the work.
2. Contact Name: Point of contact.
3-5. Phone/Fax/Email to contact #2.

6. A/C Completion Date: The date the aircraft is
to be delivered.

7. PO#: Purchase Order that Skandia is to
reference for this work.

8. Aircraft Make: Enter the aircraft make as
listed on the type certificate data sheet.

9. Aircraft Model: Enter either the aircraft model
series or the specific aircraft model number, as
appropriate and as listed on the type certificate
data sheet.

10. S/N#: Aircraft serial number.

11. Tail#: The registration number of the
aircraft.  (If the aircraft is not United States
Registered or United States State of Design, an
8110-3 cannot be issued unless it is an FAA
project).

12. If Skandia is fabricating the test specimens,
an FAA Form 8130-9 will need to be issued and
signed. Authorization from you, the customer,
will allow Skandia to sign the Statement of
Conformity on your behalf.

13. Skandia must know if Test Data is in
support of AC 21-25A TSO Maodification.

14. Are there existing modification tags on the
seats next to the original tags? This will let
Skandia know if the original seats have been
modified.

15. Skandia needs to know how many
seats/divans/lavs/jumpseats are being produced
for inclusion in this test plan. Depending on your
aircraft, all or some of your seats may be 16g.

16. Skandia must have verification that this is
for dress cover change only.

17. Please list the seat manufacturer as this
helps to better understand what testing may be
required.

18. All components of a seat must also meet
the requirements of 14 CFR 25.853 (a)(ii)) 12-
second vertical burn test as a composite
representing the actual build-up. Skandia can
perform this additional testing.

16g Replacement Dress Cover Seat Fire-blocking Checklist

Page 1015

11 A ]
Company Name 1 — [ Contact Name |£, =1
proe | 3 — | Fa i [Eai |i|
Requested E:W—-n-'e |i, rot| 7 = ]
Hatvate. | 8 [mose] @ [T Tsm @, [Tai |u|
Does Skandia have your permission to fabricate test specimens and issue FAA 8130-9 forms on your behalf? [ Yes []No

12|+ s Test Datain supportof AC 21-25ATSO Modifcation? [ Yes [ No

132 Doesthe seat cumenty have modfication tagls) installed next to the TSO tag? [ Yes  [J No
If “Yes”, please provide current picture of modification tag(s).

1 5kexninG conricuration
jumber of: Single Passenger Seats Doutie Passenger Seals Divans
Lav Seats Jumpseats Crew Seats
1 6 Verification of Dress Cover Replacement Only
1 7 eat Manufacturer:
PLEASE NOTE:
Re-upholstery of a seat can affect ifs cerlification basis. The modifier may be required fo do additional festing or
gain additional approvals fo maintain airworthiness approval.
*All aircraft seats require fammabiity testing for all components of the seat (armrest, shrouds, close-out, drawers, etc) testediin the ‘as
installed state” per 14 CFR 25.853(a).
SEAT COMPOSITE TESTS: TO BE TESTED? 1S SKANDIA FABRICATING?
ARMREST YES NO YES NO
SEAT SHROUDS YES NO YES NO

SEAT BASE YES NO YES NO

Skandia, Inc. + 5000 N. Highway 251 + Dawis Junction, IL 61020 + 815/393-4600 « 815/393-3205 fax » Info@Skandialnc.com
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FLAMMABILITY TESTING SERVICES

19. You must list all of the seat model numbers
and serial numbers. This information can be
found on the seat data tag.

20. Copies of all packing lists or invoices are
required for each material used within the seat
upholstery. Without traceability, conformity
cannot be performed and the test specimens will
not be burned.

21. Skandia requires that pictures be taken to
verify all cushion build-ups, including back,
bottom, headrest and legrest. This information,
along with the information you provide on pages
6-9 will be the basis for verification of existing
materials. Please make special note of hook
and loop tape placement as stated on the
checklist.

22. Dress cover material is needed for each
fireblock test. In some cases, Skandia may
have to perform multiple tests with the same
dress cover material.

23. We need to know if padding or batting is
attached to the dress cover. It is permissible to
add up to 0.25” of padding to allow for a padded
dress cover. We need to know if the padding or
batting is attached to the dress cover or if it is
placed between the dress cover and the foam
cushion, as well as, how it is attached. If this is
different for various cushions (seat back, bottom,
headrest or legrest) we also need to know this
information.

24. If a fireblocking material is being used, we
need to know how it is used in the build-up.

25. If you have a copy of the original report or
copies of the original production drawings,
Skandia will require you to provide this
information. Please list the original foam
assembly drawing numbers in the table
provided.

169 Replacement Dress Cover Seat Fire-blocking Checklist

Page2015

79

Seat Part Numbers Seat Serial Numbers Seat Part Numbers Seat Serial Numbers
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16g Replacement Dress Cover Seat Fire-blocking Checklist
ITEMS REQUIRED TO COMPLETE FIRE-BLOCKING Foge3oits

TEST PLAN PROCESS DOES NOT BEGIN UNTIL ALL MATERIALS AND PAPERWORK HAVE BEEN RECEIVED.

covers), foam(s), glue, thread, fastener, musin, canvs, batting, and al other materials usedin production cushion assembly

IS

3 Copies of INVOICES OR PACKING LISTS providing traceabilty for all fabricating components used in production induding: cress
Please take pictures of each different cushion assembly: backs, bottoms, headrests, legrestsifootrests, and armrest.

Izl Include dimensions and armrest buildups on pages 7-13 of this checklist. It is very important to simulate the placement
of any hook and loop attachment strips that may attach either back or bottom assemblies to the seat frame. Please make

sure these are included.

o

For each different dress cover or cushion buldup: LEATHER: 75 square feet, or 12 pieces cut 32'x32', or
@ * 85sq. ft. wandow pane with leather dose-out; or
Additional charges will be

80q. 1. fully encapsulated with 2* hook andloop
¥ . FABRIC: 40" - 48", 6 yards
assessed for receiving scrap pieces. 4953 5’{,2”,5
54"~ or more, 4 yards
Add % yard mare of addtional fabric for vindow pane cress cover
dose-out.
Oil Bum: Al materials for of burn must pass a vertical burn test. If you are
supplying materials for an oil burn test, please provide enough
material for the vertical bum test.

PLEASE NOTE: Extra leather or fabric may be required for composite pane testing. Aditionally, you may be required to send a small
quantity of your adhesive i it s not stocked at Skandia. We wil make every effort to stock your gue.

6 Is padding or bating/muslin used on seating sufaces? [ Yes [ No
@ Ifso, howis it held n place?

Gued [ Placed [J Stitched at Seams  [] Quited to Dress Cover [
7 I firetiocking materidl is being used, how is it used?
24 Gued on seating surface only [ Placed on sealing surface oy [
Fullyencapsuated Fuly encapsuialed Fuly encapsuiated )
with stitched seams with Jued seams and bonded to foam

8 Doyou have a copy of the original report or copies of the orignal production drawings? [ Yes [ Mo
If "Yes", please provide accordingly.

Original foam assembly drawing numbers listed below

FL 10618 Rev. J Release Date: 6/17/16
Skandia, Inc. + 5000 N. Highway 251 + Dawis Junction, IL 61020 + 815/393-4600 + 815/393-3205 fax + Info@Skandialnc.com
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FLAMMABILITY TESTING SERVICES

26. On page 4, Skandia has listed various types
of seam closures, please list the number of
seam closure on page 4 to the corresponding
description.  Example: If the single back
cushion has a fully encapsulated back cushion
and hook and loop for a final seam closure,
please put #3 next to the Single Back.

A Single Passenger Seat Seam Closure:
Back.

If “window pane’, what is the close-out material?
B. Double Passenger Seat Seam Closure:

Back:
If “window pane’, what is the close-out material?

Bottom

16g Replacement Dress Cover Seat Fire-blocking Checklist
ZI 9. Seam Closure: See examples on page 5 and mark b':lag: :nﬂtamwpoming number.

Bottom:

C. Divan Seat Seam Closure:

Back Bottom:
If “window pane, what is the close-out material?

D. Lav Seat Seam Closure:
Back: Bottom:
If “window pane’, what is the close-out material?

16g Replacement Dress Cover Seat Fire-blocking Checklist

Page 5of 15

SEAM CLOSURE
EXAMPLES E. Jump-Seat Seam Closure:

Back: Bottom
If "window pene’, what is the close-out material?

Glued Window Panel #1

Fastened Window Panel #2

t— Dress Cover L ¥l 4— Dress Cover

Close out i T4 Fasteners F. Headrest Closure:
Material & it Close out If "window pane’, what is the close-out material?
i T Material

Back view of back or Back view of back or
bottom cushion. Dress. bottom cushion. Dress
cover bonds to a close out . cover fastens to the close
in window pane style with DY) out in window pane style.
adhesive.

G. Legrest/Footrest Closure:
If “‘window pane’, what is the close-out material?

Fastened Side Seam #3 Glued Side Seam #4
End View End View

Fasteners Glue Line

§ § FL106-18 Rev. J Release Date: 6/17/16
Stitched Side Seam #5 Flap Closure #6 Skandia, Inc. » 5000 N. Highway 251 + Davis Junction, IL 61020 + 815/393-4600 « 815/393-3205 fax « Info@Skandialnc.com
End View
— _ Stiching
Flap
Stitching

Dress Cover stitched on
one side with the remaining
! | three sides bonded or
Loomommmmeonomened fastened

FL 106-18 Rov. J Rolease Date: 6/17/16
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FLAMMABILITY TESTING SERVICES

27. On this chart, please list all materials used
and where. Any special notes should be listed
in the comment area.

DRESS COVER

16g Replacement Dress Cover Seat Fire-blocking Checklist

Page6of 15

MATRIX FOR PRODUCTION ARTICLES
zl Select appropriate box, mark with an X', tab fo next

CHECK APPLICABILITY

INVOICES
PART | " pax JUMP LAV  HEAD FOOT FLAME

VENDOR NUMBER ENCLOSED SEATS DIVAN _ SEAT  SEAT REST _REST _ TRMT

DRESS COVER

DRESS COVER

FOAM

FOAM

FOAM

SCRIM-BACKED
FOAM

BATTING

MUSLIN

FIRE-BLOCKER

ADHESIVE

FASTENER

FASTENER

CLOSE-OUT
FABRIC

ADHESIVE/
FASTENER

Other.

Other.

Comments:

FL 106-18 Rev. J Release Date: 6/17/16
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FLAMMABILITY TESTING SERVICES

28. On pages 7-10 you will list all of the
dimensions of the finished cushion assemblies.
It is very important to complete the entire page.

28 28
16g Replacement Dress Cover Seat Fire-blocking Checklist J 16g Replacement Dress Cover Seat Fire-blocking Checklist
PagaTol 15 Paga 100 15

Foot Rest reroved For Clarity

e Rezt Remaved For Clartty

Seat Dimension Drawing Universal Seat (16G Lav, Jumpseat and/or Crew Seat)
Refer back to # 4 Page 3

Seat Dimension Drawing Single Seats

Refer back to # 4 Page 3
FLIGIORM. S Releswe Ote GH7D1G FLIGIORM. S Relese Ote GH7201G
Stando, o+ 000N nchon L Stando, o+ 000N nchon L

28
16g Replacement Dress Cover Seat Fire-blocking Checklist

Paga 8l 15

Seat Dimension Drawing Double Seats
Refer back to # 4 Page 3

FL1G1BRe.d  Relesse Dte 670G
Sanda o » 5000 . Hgt sunchon, o 2

28

16g Replacement Dress Cover Seat Fire-blocking Checklist
Page9of 15

o e e P Gty

S

Seat Dimension Drawing Divan
Refer back to # 4 Page 3
FLIGIOR.S  Releme Dte 6A72V1G
Sand, .+ 500t ncton L 61020 2 =
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FLAMMABILITY TESTING SERVICES

29. On pages 11-13 list all build-ups for the
armrest and include any substrate information.
It may be permissible to refoam armrests, seat
bases and seat shrouds, if needed.

29
J 16g Replacement Dress Cover Seat Fire-blocking Checklist

Pags 110115
List Substrate and/or Foam Build-Ups

DRESS COVERING:,

VERTICAL PAN PANELS:

ARMREST FANELS\_H{—‘g—%

,
( \ /AN CAP ASSY
BERTHING PAN CLOSEOUT-

& HORIZONTAL PAN DIVAN DRAWER FRONTS-

/CENTER ARM REST

FLIGABRe.d  Relesse Dte SATZDE
Stand s 000 N Junchon, L

29]

16g Replacement Dress Cover Seat Fire-blocking Checklist

Pags 120115
List Substrate and/or Foam Build-Ups

DRESS COVERING:.
(QENTER TOP PANELS

INBOARD & OUTBOARD

TOP PANE!
ARMREST REAR PANEL (ALL ARMS)
INBOARD ARM: e
INNER PANELS OUTBOARD ARM INNER PANEL
i J ]
weonsowew—— 1|
OUTER PANELS W|E OUTBOARD ARM OUTER PANEL
—— g —_—
A ¥
CENTER ARM SIDES~ SHROUD- SEAT BASE RONT PANEL (ALL ARMS)
FLIGIORM. S Relese Dte GHTZV1G
S, I+ 000 . i nchon L . o3

29

16g Replacement Dress Cover Seat Fire-blocking Checklist
Pag of
List Substrate al?d‘/’or’:‘:am Build-Ups

DRESS COVERING:

ARM TOP PANEL!
ARM FRONT PANELS

FLIGABRey.J  Relesse Dte 67016
Jnchon, L 2 %

Standa, o+ 5000 . Higt

ARMREST BACK PANELS
ARMREST OUTER PANELS
ARM INNER PANELS—
—————SHROUD
FOOTREST FRONT PANELS
—— \urevesT cover OOTREST
- SEAT BASE

30. On pagel4 indicate each seating location.
List seat part numbers and serial numbers for
each seat.

30

16g Replacement Dress Cover Seat Fire-blocking Checklist
Paga 14015

EXAMPLE

PLEASE FILL IN ACCORDINGLY

***Please include seat part numbers and serial numbers when indicating seat position.

FL1GIReY.S  Relesse Dute SAT2DIG
‘Suand, I 5000 N ghway 251 + v Auncbon, L 61020 + B15C0-9800 » 1353-2206 fa InfoShandiabe som
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FLAMMABILITY TESTING SERVICES

31. Page 15 is an example of how hook and
loop attach strips may be shown. It is a
requirement that this be an accurate
representation of the production articles. Since
these attach strips are examples, it may be more
accurate to submit your own sketch with
dimensions.

frame. Please Please note which direction is the
FRONT of the cushion.

F G

31
16g Replacement Dress Cover Seat Fire-blocking Checklist
Page 15 0f 15
Referring back to # 4 Page 3, it is very i to si the of any hook

and loop attachment strips that may attach either back or bottom assemblies to the seat

|r—°7 — -

W77z

Fastenor PN (ox: PEGE1 00L)

—.

el W 77222)

Back Cushion Bottom Cushion
A: F:
B: G,
C: H:
D: J:
E: K:
Length of Fastener: Length of Fastener:

FL 108-18 Rev. J Rolease Date: 6/17/2018
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